SURFACE PROFILE GAUGE

¢ Measure peak-to-valley height of blast
cleaned surface.
Ifthe profileis too low, the adhesion of the

coating to the surface will be reduced.
unit: mm

Ifthe profile istoo high, there is the danger

thatthe profile peaks will remain non-coating,

58
maybe rust spots happen. 2
¢ MeetASTM D 4417-B

* Zerosetblockisincluded, setzero before

measurement
# Stainless steelbase
216
3
Setzero
measure peak-to-valley height _
ofblastcleaned surfaces i
base
Dial indicator stroke Dial indicator graduation Accuracy u
489-001-01 0-1mm Tmm 0.001Tmm +0.005mm zero setblock (included)




